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B33 4F 2/ Test Report

B. # & & %/ Sample Photo
C. =428]/ Flow Chart

1 PR %%/ Application No 20-03-QAC-175
& y%p #p/ Date of Receipt 2020/03/18
;B2 p #p/ Date of Performance  2020/03/19
3£ 4 p ¥/ Date of Issue 2020/03/25
4 3= 4%/ Manufacturer R S s S L P B A
T-Global Technology Co., Ltd
Y 4/ Address FF FFE -8 50 & 33 5L
No. 33, Ln. 50, Daren Rd., Taoyuan Dist., Taoyuan City 330, Taiwan
¥ & & 4/ Sample Description # 4| ¥4 ¥ /Non-Silicone Thermal Grease
# &3] 5L/ Model No. TG-N909
BlzE ) %/ Report Content A. tr &4 82 pE % & [ Sample Information & Results

1 #pESs Haph liod & 23 iEs e gd £ < miLaiE o / Any sample(s) and its information listed in this document are provided and identified by clients.

2. 43 WHPRER & | F o/ This report only refers to the specimen(s); it does not imply the result of production to tested sample(s).

% ¥ ~/ Approved by: %mr

3oL AY SR AEEPFAENER S AT R Y o (2 fﬁf}iﬁ"f *} ) - | This Test Report cannot be reproduced, except in full, without prior written permission of the laboratory.

Lo VO

Laboratory R&/esentanve
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1 PR %%/ Application No:20-03-QAC-175

A # &4xit/ Sample Information

NO.1
# & %%/ Sample No. 20-03-QAC-175
. & 4%/ Sample Description 2% 3] ¥ # ¥ /Non-Silicone Thermal Grease

# &3] 5./ Model No. TG-N909

B3R %/ Test Results

B3R % 5%/ Test Results

RGP RERA 53 R 2 (¥ 2/ Unit : ppm)
Test Item(s) Instruments Reference Method NO.1 32 GRER
MDL
4/ Pb ) IEC 62321-5:2013
(CAS No.7439-92-1) ICP-OES Totally Dissolved N.D. 2.0
4/ Cd ] IEC 62321-5:2013
(CAS No.7440-43-9) ICP-OES Totally Dissolved N.D. 2.0
&/ Hg ] IEC 62321-4:2013
(CAS N0.7439-97-6) ICP-OES Totally Dissolved N.D. 2.0
oo 6+
&/ Cr UV-VIS IEC 62321-7-2:2017 N.D. 8.0

(CAS N0.1333-82-0)

% 4.7 %/ PBBs
(CAS N0.059536-65-1)

Monobromobiphenyl GC-MS IEC 62321-6:2015 N.D. 5.0
Dibromobiphenyl GC-MS IEC 62321-6:2015 N.D. 5.0
Tribromobiphenyl GC-MS IEC 62321-6:2015 N.D. 5.0

Tetrabromobiphenyl GC-MS IEC 62321-6:2015 N.D. 5.0

Pentabromobiphenyl GC-MS IEC 62321-6:2015 N.D. 5.0

Hexabromobiphenyl GC-MS IEC 62321-6:2015 N.D. 5.0

Heptabromobiphenyl GC-MS IEC 62321-6:2015 N.D. 5.0
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PliE ¥ %/ Test Results

BRI P REBRA FEpIES (¥ -/ Unit : ppm)
Test Item(s) Instruments Reference Method NO .1 3% RN
MDL
Octabromobiphenyl GC-MS IEC 62321-6:2015 N.D. 5.0
Nonabromobiphenyl GC-MS IEC 62321-6:2015 N.D. 5.0
Decabromobiphenyl GC-MS IEC 62321-6:2015 N.D. 5.0

% 4.5 ¥/ PBDEs
(CAS No.1163-19-5)

Monobromodiphenyl ether GC-MS IEC 62321-6:2015 N.D. 5.0
Dibromodiphenyl ether GC-MS IEC 62321-6:2015 N.D. 5.0
Tribromodiphenyl ether GC-MS IEC 62321-6:2015 N.D. 5.0

Tetrabromodiphenyl ether GC-MS IEC 62321-6:2015 N.D. 5.0

Pentabromodiphenyl ether GC-MS IEC 62321-6:2015 N.D. 5.0

Hexabromodiphenyl ether GC-MS IEC 62321-6:2015 N.D. 50

Heptabromodiphenyl ether GC-MS IEC 62321-6:2015 N.D. 5.0

Octabromodiphenyl ether GC-MS IEC 62321-6:2015 N.D. 5.0

Nonabromodiphenyl ether GC-MS IEC 62321-6:2015 N.D. 50

Decabromodiphenyl ether GC-MS IEC 62321-6:2015 N.D. 5.0
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Pl3E ¥ %/ Test Results
BIEIE P REBERHG T RED 2 (¥ -/ Unit : ppm)
Test Item(s) Instruments Reference Method NO.1 i g RE
MDL
AR¥F = ¢ pipfg/ Phthalates
Diisobutyl phthalate .
(DIBP) (CAS No .84-69-5) GC-MS IEC 62321-8:2017 N.D. 50.0
Di(2-ethyl hexyl) phthalate .
(DEHP) (CAS No.117-81.7) GC-MS IEC 62321-8:2017 N.D. 50.0
Di-n-butyl phthalate i
(DBP) (CAS No.84-74-2) GC-MS IEC 62321-8:2017 N.D. 50.0
Butyl benzyl phthalate o
(BBP) (CAS No.85-66.7) GC-MS IEC 62321-8:2017 N.D. 50.0
# %/ Halogen
F .
(CAS No.7782-41-4) 1.C. EN 14582:2016 N.D. 50.0
Cl .
(CAS No.7782-50-5) I.C. EN 14582:2016 N.D. 50.0
Br .
(CAS No.7726-95-6) I.C. EN 14582:2016 N.D. 50.0
I .
(CAS No.7553-56-2) I.C. EN 14582:2016 N.D. 50.0

# 31/ Note :

1. N.D.: = % 2% 7]/ Not Detected.

2. MDL: = ;% i p4&*2/ Method Detection Limit.

3. ppm : =mg/kg (0.1% = 1000 ppm)

4, PIRERREBP B %}3@/ Sino-British Contrast of the instrument
a. ICP-OES g 84 J]{I%vsf’f Btk 3 R
b. UV-VIS » Ja kB2t
c. GC-MS j 4p & 47 7 3# &
d. IC 3+ & 47 1%

5. B3¢+ A/ Tested by :Ellen~ ZIV ~Wei ~ Yin

6. #& F * B/ Reviewed by : sujane
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B. # &%®& %/ Sample Photo
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wF2. B/ Flow Chart

3 & # 5%/ Sampling
!
AR ELILAHY
Cutting / Homogenizing

RIS EE

Sample Measurement

AL EL =
Standard Blank
|___________ | T T T T/

Y 8% v &L 8558 1 1E 8 B Ak /)
o, R B AL e
Microwave digestion with HNO-
/HBF4 /H,O5 IHCI /HF

.

BEESEREFTHEHLRER
ICP-OES

|
B R IE
Data Analysis

B 3 AR
Testing Report

Flow Chart of Digestion-IEC 62321 for Pb ~ Cd ~ Hg (5 4% #%/ Totally Dissolved)
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3.8k # &/ Sampling :
& 7752 % % + Soluble Polymers
(ABS, PC, PVC)

Insoluble or Unknown Polymers and
Electronic Components

O RWERTEBE R FRETES

y

#i &% g 12 [ Cutting

:

BEAREEE
Sample Measurement

* 4% 42 % %/ Standard =¢=

7 & # &/ Blank

DG S )
Add an organic solvent and alkali
solution to dissolve the sample

!

ha N EE B B
Add diphenylcarbazide

!

00 56-7T B B2 E/UV-VIS

)

I_ #: 3% & 72/ Data Analysis

A 3 38 %/ Testing Report

Flow Chart of Extraction-IEC 62321 for Cr®*
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BN g
Sampling
ey s NP o)
Cutting / Homogenizing

Rl ER

Sample Measurement

ﬁ'ﬁi ##: L‘E v .'-‘Q: * g ﬁ‘i o

surrogate standard Blank

75 ) BB
Solvent Extraction

!
#
dilution Py 4L E =

a4+

|
|
|
|
e Internal standard :
|
|
|
|

e R AT H R
GC-MS
I
B4E R 2
| Data Analysis

e
Testing Report

Flow Chart of Extraction-IEC 62321 for PBB ~ PBDE
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BN g
Sampling
MR ELLeY Y
Cutting / Homogenizing

Rl EEE

Sample Measurement

ﬁ'ﬁi ##: L‘E wh .'-‘Q: A ﬁ‘i o

surrogate standard

75 R
Solvent Extraction

FALlR 48
Clean Up/Concentrating 2
* Internal standard
fAa B4 SR
GC-MS

B4E R 2
Data Analysis

e
Testing Report

Flow Chart of Extraction for Phthalates
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e dm
sample

AR LK 2 AR
Oxygen Bomb

He o A KE
Sample Combustion

R ORI R
Absorption solution

B WLIR T F
Adjust Volume Abs.sol.

IC 54
IC Analysis

Flow Chart of Extraction for Halogen

---3F 2, 2 & [ End of Report ---
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